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Fax: 973-575-8271

CLIENT: Truebro, Inc.
7 Main Street
Ellington, CT 06029

SUBJECT: Flammability

AUTHORIZATION: Requisition Number 105394 dated March 6, 1998 per Keith Goins.

SAMPLE ID: One (1) sample was submitted on March 6, 1998 and identified by the
Client as:

Lav Shield

TEST PROCEDURE: The submitted sample was tested for Flammability in accordance with the
procedures specified in ASTM D635-91, "Standard Test Method for Rate
of Burning and/or Extent and Time of Burning of Self-Supporting Plastics
in a Horizontal Position".

TEST DATES: March 14, 1998

PREPARI‘;‘?D BY: SIGNED FOR THE COMPANY BY:
Arthur D. Fiorino Ken Elkin, President and C.E.O.
Iv

Member of the SGS Group

ANALYTICAL SERVICES + PERFORMANCE TESTING « STANDARDS EVALUATION - CERTIFICATION SERVICES
SGS U.S. TESTING COMPANY INC. REPORTS ARE FOR THE EXCLUSIVE USE OF THE CLIENT TO WHOM THEY ARE ADDRESSED. ANYONE RELYING ON SUCH REPORTS SHOULD UNDER-
STAND ALL OF THE DETAILS OF THE ENGAGEMENT. REPORTS REFLECT RESULTS ONLY OF THE STANDARDS OR PROCEDURES IDENTIFIED TO THE TESTS CONDUCTED AND ARE LIMITED
TO THE SAMPLES TESTED. TEST RESULTS MAY NOT BE INDICATIVE OF THE QUALITIES OF THE LOT FROM WHICH THE SAMPLE WAS TAKEN. SGS U.S. TESTING COMPANY INC. HAS NOT
CONDUCTED ANY QUALITY CONTROL PROGRAM FOR THE CLIENT. NEITHER THE NAME, SEALS, MARKS NOR INSIGNIA OF SGS U.S. TESTING COMPANY INC. MAY BE USED IN ANY ADVER-
TISING OR PROMOTIONAL MATERIALS WITHOUT THE PRIOR WRITTEN APPROVAL OF SGS U.S. TESTING COMPANY INC. THIS REPORT SHALL NOT BE REPRODUCED EXCEPT IN FULL WITH-
OUT THE WRITTEN PERMISSION OF THE SGS U.S. TESTING COMPANY INC. SAMPLES NOT DESTROYED IN TESTING ARE DISPOSED OF AFTER 30 DAYS.
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Client: Truebro, Inc.

7 Main Street

Ellington, CT 06029
Subject: Samples submitted and identified by the client as: Lav Shield.
Sample Description: White, plastic-like pliable solid.
Project: Fungal and Bacterial Resistance Testing
Test Dates: 03/11/98 - 04/08/98
Procedure: ASTM G-21 and G-22

The testing was conducted in accordance with the procedures
outlined in ASTM G-21-96, “Determining Resistance of Synthetic
Polymeric Materials to Fungi”, and ASTM G-22-96, “Determining
Resistance of Plastics to Bacteria”.

The sample was placed on a mineral salts medium and sprayed
with the following organisms:

ASTM G-21 ATCC #

Aspergillus niger 9642

Penicillium funicuiosum 11797

Chaetomium globosum 6205

Gliocladium virens 9645

Aurebasidium pullulans 15233
Prepared by: SIGNED FOR THE COMPANY BY:
o Yo ) th L
Joseph Lacirignola D. Keith Goins, Ph.D.
Laboratory Technician Member of the SGS Group Manager, Microbiology

ANALYTICAL SERVICES + PERFORMANCE TESTING + STANDARDS EVALUATION - CERTIFICATION SERVICES
SGS U.S. TESTING COMPANY INC. REPORTS ARE FOR THE EXCLUSIVE USE OF THE CLIENT TO WHOM THEY ARE ADDRESSED. ANYONE RELYING ON SUCH REPORTS SHOULD UNDER-
STAND ALL OF THE DETAILS OF THE ENGAGEMENT, REPORTS REFLECT RESULTS ONLY OF THE STANDARDS OR PROCEDURES IDENTIFIED TO THE TESTS CONDUCTED AND ARE LIMITED
TO THE SAMPLES TESTED. TEST RESULTS MAY NOT BE INDICATIVE OF THE QUALITIES OF THE LOT FROM WHICH THE SAMPLE WAS TAKEN. SGS U.S. TESTING COMPANY INC. HAS NOT
CONDUCTED ANY QUALITY CONTROL PROGRAM FOR THE CLIENT. NEITHER THE NAME, SEALS, MARKS NOR INSIGNIA OF SGS U.S. TESTING COMPANY INC. MAY BE USED IN ANY ADVER-
TISING OR PROMOTIONAL MATERIALS WITHOUT THE PRIOR WRITTEN APPROVAL OF SGS U.S. TESTING COMPANY INC. THIS REPORT SHALL NOT BE REPRODUCED EXCEPT IN FULL WITH-
OUT THE WRITTEN PERMISSION OF THE SGS U.S. TESTING COMPANY INC. SAMPLES NOT DESTROYED IN TESTING ARE DISPOSED OF AFTER 30 DAYS.



